ODOT Central Lab Technicians

All Evaluations/Training Records

Technician Name: Hatley, Lane

Tech. UID: Ihatley

Accreditation Program: AASHTO re:source (AR)

AR = AASHTO:resource
CC=CCRL

Tech. Cert. No.: 0102

NP = Not Performed for Assessment

NOTE: Central Aggregates Lab (98) and associated technicians have been merged into Central
Sturcutral Lab (94) effective 04/22/2025.

Test Method(s) Test Description
R28 Aging by PAV
Evaluations Training Records
Test Method(s) Freqg. (Yrs.) Last Eval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
R28 4 3/21/2024 3/22/2024 Corbin, Roger B. Jr. 9734242403221330 View
R28 4 5/6/2021  5/7/2021 Corbin, Roger B. Jr. 9734242105060900 View
R28 12/4/2020 Toney, Jessica 9100582012311045 View
Test Method(s) Test Description
T78 Distillation of Cutback
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T78 3 8/3/2022  8/4/2022 Corbin, Roger B. Jr. 9734242208031330 View
T78 5/6/2022 Caskey, Katelyn 9141362205060934 View
Test Method(s) Test Description
T51 Ductility
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T51 4 5/22/2024 5/22/2024 Corbin, Roger B. Jr. 9734242405221330 View
T51 4 6/4/2021  6/4/2021 Corbin, Roger B. Jr. 9734242106041400 View
T51 5/25/2021 Toney, Jessica 9100582105281400 View
Test Method(s) Test Description
T315 Dynamic Shear Rheometer (DSR)
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T315 4 1/3/2024  1/3/2024 Corbin, Roger B. Jr. 9734242401030900 View
T315 4 1/5/2021 1/5/2021 Corbin, Roger B. Jr. 9734242101051330 View
T315 6/28/2021 Toney, Jessica 9100582106281000 View
T315 11/13/2020 Toney, Jessica 9100582012311045 View

* Technician was retrained on this test method
Wednesday, April 23, 2025

Page 1 of 7



http://www.odot.org/materials/C97001_WEB_REP/10J.html
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242403221330_00123.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242105060900_00123.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582012311045_00123.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242208031330_00099.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9141362205060934_00099.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242405221330_00097.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242106041400_00097.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582105281400_00097.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242401030900_00117.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242101051330_00117.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582106281000_00117.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582012311045_00117.pdf

ODOT Central Lab Technicians

All Evaluations/Training Records

AR = AASHTO:resource
CC=CCRL

NP = Not Performed for Assessment

Sturcutral Lab (94) effective 04/22/2025.

NOTE: Central Aggregates Lab (98) and associated technicians have been merged into Central

Test Method(s)
D6084

Test Description
Elastic Recovery (Binder)

Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
D6084 4 5/22/2024 5/22/2024 Corbin, Roger B. Jr. 9734242405221330 View
D6084 4 6/4/2021  6/4/2021 Corbin, Roger B. Jr. 9734242106041400 View
D6084 4/14/2021 Toney, Jessica 9100582104201340 View
Test Method(s) Test Description
T48 Flash and Fire Points
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T48 3 6/14/2022 6/14/2022 Corbin, Roger B. Jr. 9734242206140900 View
T48 5/6/2022 Caskey, Katelyn 9141362205060934 View
T48 8/13/2021 Toney, Jessica 9100582108130900 View
Test Method(s) Test Description
T79 Flash Point (Tag Open-Cup)
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T79 3 9/21/2023 9/21/2023 Corbin, Roger B. Jr. 9734242309211330 View
T79 9/22/2023 Used Evaluation 9138282309191507 View
Test Method(s) Test Description
T313 Flexural Creep Stiffness (BBR)
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T313 4 9/5/2024 9/6/2024 Corbin, Roger B. Jr. 9734242409051330 View
T313 4 9/14/2021 9/14/2021 Corbin, Roger B. Jr. 9734242109140900 View
T313 8/13/2021 Toney, Jessica 9100582108130900 View
Test Method(s) Test Description
T50 Float Test
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
T50 3 1/24/2023 1/24/2023 Corbin, Roger B. Jr. 9734242301241330 View
T50 1/24/2023 Hatley, Lane 9141362301241128 View
* Technician was retrained on this test method
Wednesday, April 23, 2025 Page 2 of 7



http://www.odot.org/materials/C97001_WEB_REP/10J.html
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242405221330_00061.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242106041400_00061.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582104201340_00061.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242206140900_00094.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9141362205060934_00094.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582108130900_00094.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242309211330_00100.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9138282309191507_00100.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242409051330_00116.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242109140900_00116.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582108130900_00116.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242301241330_00096.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9141362301241128_00096.pdf

ODOT Central Lab Technicians

All Evaluations/Training Records

AR = AASHTO:resource
CC=CCRL

NP = Not Performed for Assessment

Sturcutral Lab (94) effective 04/22/2025.

NOTE: Central Aggregates Lab (98) and associated technicians have been merged into Central

Test Method(s)
T201

Test Description
Kinematic Viscosity

Evaluations Training Records
Test Method(s) Freqg. (Yrs.) Last Eval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
T201 4 7/17/2024 7/17/2024 Corbin, Roger B. Jr. 9734242407171400 View
T201 4 7/20/2021 7/20/2021 Corbin, Roger B. Jr. 9734242107201330 View
T201 7/16/2021 Toney, Jessica 9100582107161420 View
Test Method(s) Test Description
T350 MSCR
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T350 4 1/3/2024  1/3/2024 Corbin, Roger B. Jr. 9734242401030900 View
T350 4 1/5/2021  1/5/2021 Corbin, Roger B. Jr. 9734242101051330 View
T350 11/13/2020 Toney, Jessica 9100582012311045 View
Test Method(s) Test Description
T59 Particle Charge
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T59 3 12/21/2023 12/21/2023 Corbin, Roger B. Jr. 9734242312211330 View
T59 12/15/2023 Caskey, Katelyn 9141362312180920 View
Test Method(s) Test Description
T49 Penetration
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T49 4 3/20/2024 3/20/2024 Corbin, Roger B. Jr. 9734242403201000 View
T49 4 4/27/2021 4/27/2021 Corbin, Roger B. Jr. 9734242104271330 View
T49 4/13/2021 Toney, Jessica 9100582104201340 View
* Technician was retrained on this test method
Wednesday, April 23, 2025 Page 3 of 7



http://www.odot.org/materials/C97001_WEB_REP/10J.html
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242407171400_00087.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242107201330_00087.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582107161420_00087.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242401030900_00064.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242101051330_00064.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582012311045_00064.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242312211330_00071.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9141362312180920_00071.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242403201000_00095.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242104271330_00095.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582104201340_00095.pdf

ODOT Central Lab Technicians

All Evaluations/Training Records

AR = AASHTO:resource
CC=CCRL

NP = Not Performed for Assessment

NOTE: Central Aggregates Lab (98) and associated technicians have been merged into Central
Sturcutral Lab (94) effective 04/22/2025.

Test Method(s) Test Description
T59 Residue by Evaporation
Evaluations Training Records
Test Method(s) Freqg. (Yrs.) Last Eval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
T59 4 4/24/2024 4/24/2024 Corbin, Roger B. Jr. 9734242404241330 View
T59 4 5/13/2021 5/13/2021 Corbin, Roger B. Jr. 9734242105131330 View
T59 4/13/2021 Toney, Jessica 9100582104201340 View
Test Method(s) Test Description
T240 Rolling Thin Film Oven
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T240 4 3/21/2024 3/22/2024 Corbin, Roger B. Jr. 9734242403221330 View
T240 4 5/6/2021  5/7/2021 Corbin, Roger B. Jr. 9734242105060900 View
T240 12/4/2020 Toney, Jessica 9100582012311045 View
Test Method(s) Test Description
T382 D7226 Rotational Paddle Viscometer
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T382 D7226 4 4/18/2025 4/21/2025 Corbin, Roger B. Jr. 9734242504181330 View
T382 D7226 4 4/27/2022 4/27/2022 Corbin, Roger B. Jr. 9734242204270945 View
T382 D7226 4/27/2022 Hatley, Lane 9141362204271059 View
Test Method(s) Test Description
T316 Rotational Viscometer
Evaluations Training Records
Test Method(s) Freq. (Yrs.) Last Eval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
T316 4 1/10/2024 1/10/2024 Corbin, Roger B. Jr. 9734242401101000 View
T316 4 3/23/2021 3/23/2021 Corbin, Roger B. Jr. 9734242103231330 View
T316 12/4/2020 Toney, Jessica 9100582012311045 View
* Technician was retrained on this test method
Wednesday, April 23, 2025 Page 4 of 7



http://www.odot.org/materials/C97001_WEB_REP/10J.html
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242404241330_00073.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242105131330_00073.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582104201340_00073.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242403221330_00107.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242105060900_00107.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582012311045_00107.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242504181330_00288.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242204270945_00288.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9141362204271059_00288.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242401101000_00118.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242103231330_00118.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582012311045_00118.pdf

ODOT Central Lab Technicians

All Evaluations/Training Records

AR = AASHTO:resource
CC=CCRL

NP = Not Performed for Assessment

Sturcutral Lab (94) effective 04/22/2025.

NOTE: Central Aggregates Lab (98) and associated technicians have been merged into Central

Test Method(s) Test Description
T72 Saybolt Viscosity at 25 deg. C (77 deg. F)
Evaluations Training Records
Test Method(s) Freqg. (Yrs.) Last Eval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
T72 4 5/10/2024 5/10/2024 Corbin, Roger B. Jr. 9734242405101330 View
T59 4 5/20/2021 5/20/2021 Corbin, Roger B. Jr. 9734242105200900
T59 4/13/2021 Toney, Jessica 9100582104201340 View
Test Method(s) Test Description
T72 Saybolt Viscosity at 50 deg. C (122 deg. F)
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T72 4 5/10/2024 5/10/2024 Corbin, Roger B. Jr. 9734242405101330 View
T59 4 5/20/2021 5/20/2021 Corbin, Roger B. Jr. 9734242105200900
T59 4/13/2021 Toney, Jessica 9100582104201340 View
Test Method(s) Test Description
T59 Settlement and Storage Stability
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T59 3 10/6/2023 10/9/2023 Corbin, Roger B. Jr. 9734242310061330 View
T59 10/5/2023 Caskey, Katelyn 9141362310171457 View
Test Method(s) Test Description
T59 Sieve Test
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T59 4 4/24/2024 4/24/2024 Corbin, Roger B. Jr. 9734242404241330 View
T59 4 5/13/2021 5/13/2021 Corbin, Roger B. Jr. 9734242105131330 View
T59 4/13/2021 Toney, Jessica 9100582104201340 View
* Technician was retrained on this test method
Wednesday, April 23, 2025 Page 5 of 7



http://www.odot.org/materials/C97001_WEB_REP/10J.html
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242405101330_00290.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582104201340_00290.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242405101330_00291.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582104201340_00291.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242310061330_00076.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9141362310171457_00076.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242404241330_00077.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242105131330_00077.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582104201340_00077.pdf

ODOT Central Lab Technicians

All Evaluations/Training Records

AR = AASHTO:resource
CC=CCRL

NP = Not Performed for Assessment

Sturcutral Lab (94) effective 04/22/2025.

NOTE: Central Aggregates Lab (98) and associated technicians have been merged into Central

Test Method(s) Test Description
T53 Softening Point
Evaluations Training Records
Test Method(s) Freqg. (Yrs.) Last Eval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
T53 4 6/17/2024 6/17/2024 Corbin, Roger B. Jr. 9734242406171400 View
T53 4 6/18/2021 6/18/2021 Corbin, Roger B. Jr. 9734242106181330 View
T53 6/15/2021 Toney, Jessica 9100582106151400 View
Test Method(s) Test Description
T44 Solubility
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T44 3 5/5/2022  5/5/2022 Corbin, Roger B. Jr. 9734242205051330 View
T44 8/4/2021 Toney, Jessica 9100582108130900 View
Test Method(s) Test Description
T295 Specific Gravity (Cutback Asphalt)
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T295 4 5/20/2024 5/20/2024 Corbin, Roger B. Jr. 9734242405201330 View
T295 4 6/18/2021 6/18/2021 Corbin, Roger B. Jr. 9734242106181330 View
T295 6/15/2021 Toney, Jessica 9100582106151400 View
Test Method(s) Test Description
T228 Specific Gravity (Semi-Solid Asphalt)
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
T228 4 1/17/2024 1/17/2024 Corbin, Roger B. Jr. 9734242401171300 View
T228 4 4/27/2021 4/27/2021 Corbin, Roger B. Jr. 9734242104271330 View
T228 12/4/2020 Toney, Jessica 9100582012311045 View
* Technician was retrained on this test method
Wednesday, April 23, 2025 Page 6 of 7



http://www.odot.org/materials/C97001_WEB_REP/10J.html
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242406171400_00098.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242106181330_00098.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582106151400_00098.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242205051330_00093.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582108130900_00093.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242405201330_00112.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242106181330_00112.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582106151400_00112.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242401171300_00092.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242104271330_00092.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582012311045_00092.pdf

ODOT Central Lab Technicians AR = AASHTO:resource NOTE: Central Aggregates Lab (98) and associated technicians have been merged into Central
All Evaluations/Training Records CC = CCRL Sturcutral Lab (94) effective 04/22/2025.

NP = Not Performed for Assessment

Test Method(s) Test Description
T202 Viscosity by Viscometer
Evaluations Training Records
Test Method(s) Freqg. (Yrs.) Last Eval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
T202 4 3/18/2022 3/18/2022 Corbin, Roger B. Jr. 9734242203181330 View
T202 4 7/20/2021 7/20/2021 Corbin, Roger B. Jr. 9734242107201330 View
T202 7/16/2021 Toney, Jessica 9100582107161420 View

* Technician was retrained on this test method
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http://www.odot.org/materials/C97001_WEB_REP/10J.html
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242203181330_00088.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242107201330_00088.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9100582107161420_00088.pdf

