ODOT Central Lab Technicians

Evaluations/Training Records - CCRL Only

Technician Name: Long, Christopher

Tech. UID: clong

Accreditation Program:

CCRL (CC)

CC=CCRL

Sturcutral Lab (94) effective 04/22/2025.

Tech. Cert. No.: 0085

NOTE: Central Aggregates Lab (98) and associated technicians have been merged into Central

Test Method(s) Test Description
C185 T137 Air Content of Mortar
Evaluations Training Records
Test Method(s) Freqg. (Yrs.) Last Eval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
C185 T137 4 1/5/2023 1/30/2023 Corbin, Roger B. Jr. 9734242301050800 View
C185 T137 4 1/13/2020 1/24/2020 Corbin, Roger B. Jr. 9734242001130800 View
C185 T137 9/23/2019 Burden, Christopher M 9200481905151425 View
Test Method(s) Test Description
C188-C311 T133 Density - (Pozzolan), (Cement)
Evaluations Training Records
Test Method(s) Freqg. (Yrs.) Last Eval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
C188-C311 T133 4 1/5/2023 1/30/2023 Corbin, Roger B. Jr. 9734242301050800 View
C188-C311 T133 4 1/13/2020 1/24/2020 Corbin, Roger B. Jr. 9734242001130800 View
C188-C311 T133 7/10/2019 Burden, Christopher M 9200481905151425 View
Test Method(s) Test Description
C204 T153 Fineness by Air Permeability Apparatus
Evaluations Training Records
Test Method(s) Freqg. (Yrs.) Last Eval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
C204 T153 4 1/5/2023 1/30/2023 Corbin, Roger B. Jr. 9734242301050800 View
C204 T153 4 1/28/2020 1/28/2020 Corbin, Roger B. Jr. 9734242001280830 View
C204 T153 7/19/2019 Burden, Christopher M 9200481905151425 View
Test Method(s) Test Description
C430-C311 T192 Fineness by No. 325 Sieve - (Pozzolan), (Cement)
Evaluations Training Records
Test Method(s) Freg. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
C430-C311 T192 4 2/24/2023 2/24/2023 Corbin, Roger B. Jr. 9734242302241100 View
C430-C311 T192 4 12/18/2019 12/18/2019 Corbin, Roger B. Jr. 9734241912180800 View
C430-C311 T192 12/4/2019 Burden, Christopher M 9200481912031326 View
C430-C311 T192 11/16/2020 Crouse, Danna 9200482011200851 View
C430-C311 T192 9/23/2019 Burden, Christopher M 9200481905151425 View

* Technician was retrained on this test method
Wednesday, April 23, 2025
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http://www.odot.org/materials/C97001_WEB_REP/10J.html
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242301050800_00031.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242001130800_00031.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200481905151425_00031.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242301050800_00183.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242001130800_00183.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200481905151425_00183.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242301050800_00035.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242001280830_00035.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200481905151425_00035.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242302241100_00184.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734241912180800_00184.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200481912031326_00184.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200482011200851_00184.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200481905151425_00184.pdf

ODOT Central Lab Technicians

CC=CCRL NOTE: Central Aggregates Lab (98) and associated technicians have been merged into Central
Evaluations/Training Records - CCRL Only Sturcutral Lab (94) effective 04/22/2025.
Test Method(s) Test Description
C1437 T106-T137 Flow of Mortar - (Pozzolan), (Cement)
Evaluations Training Records
Test Method(s) Freqg. (Yrs.) Last Eval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
C1437 T106-T137 4 1/5/2023  1/30/2023 Corbin, Roger B. Jr. 9734242301050800 View
C1437 T106-T137 4 1/13/2020 1/24/2020 Corbin, Roger B. Jr. 9734242001130800 View
C1437 T106-T137 9/23/2019 Burden, Christopher M 9200481901061019 View
Test Method(s) Test Description
C114 T105 Insol. Residue - (Reference), (Pozzolan), (Cement)
Evaluations Training Records
Test Method(s) Freg. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
C114 T105 4 1/5/2023 1/30/2023 Corbin, Roger B. Jr. 9734242301050800 View
C114 T105 4 4/8/2021 4/8/2021 Corbin, Roger B. Jr. 9734242104081445 View
C114 T105 4 1/30/2020 1/31/2020 Corbin, Roger B. Jr. 9734242001300830 View
C114 T105 7/22/2019 Burden, Christopher M 9200481905151425 View
Test Method(s) Test Description
C114-C311 T105 Loss of Ignit. - (Reference), (Pozzolan), (Cement)
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
C114-C311 T105 4 1/5/2023  1/30/2023 Corbin, Roger B. Jr. 9734242301050800 View
C114-C311 T105 4 4/8/2021  4/8/2021 Corbin, Roger B. Jr. 9734242104081445 View
C114-C311 T105 4 1/30/2020 1/31/2020 Corbin, Roger B. Jr. 9734242001300830 View
C114-C311 T105 7/22/2019 Burden, Christopher M 9200481905151425 View
Test Method(s) Test Description
C305 T162 Mixing Pastes and Mortars - (Pozzolan), (Cement)
Evaluations Training Records
Test Method(s) Freqg. (Yrs.) Last Eval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
C305 T162 4 1/5/2023  1/30/2023 Corbin, Roger B. Jr. 9734242301050800 View
C305 T162 4 1/13/2020 1/24/2020 Corbin, Roger B. Jr. 9734242001130800 View
C305 T162 9/23/2019 Burden, Christopher M 9200481905151425 View

* Technician was retrained on this test method

Wednesday, April 23, 2025
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http://www.odot.org/materials/C97001_WEB_REP/10J.html
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242301050800_00025.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242001130800_00025.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200481901061019_00025.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242301050800_00010.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242104081445_00010.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242001300830_00010.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200481905151425_00010.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242301050800_00011.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242104081445_00011.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242001300830_00011.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200481905151425_00011.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242301050800_00038.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242001130800_00038.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200481905151425_00038.pdf

ODOT Central Lab Technicians

Evaluations/Training Records - CCRL Only

CC=CCRL

Sturcutral Lab (94) effective 04/22/2025.

NOTE: Central Aggregates Lab (98) and associated technicians have been merged into Central

Test Method(s)
C109-C311 T106

Test Description

Mortar Compressive Strength - (Pozzolan), (Cement)

Evaluations Training Records
Test Method(s) Freqg. (Yrs.) Last Eval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
C109-C311 T106 4 1/5/2023 1/30/2023 Corbin, Roger B. Jr. 9734242301050800 View
C109-C311 T106 4 1/13/2020 1/24/2020 Corbin, Roger B. Jr. 9734242001130800 View
Crouse, Danna 9200482312071329 View
C109-C311 T106 4/24/2024 Crouse, Danna 9200482404220948 View
C109-C311 T106 11/28/2023 Crouse, Danna 9200482311221101 View
C109-C311 T106 10/10/2019 Burden, Christopher M 9200481901061019 View
Test Method(s) Test Description
C187 T129 Req. Wtr. for Nrm. Consist. - (Pozzolan), (Cement)
Evaluations Training Records
Test Method(s) Freq. (Yrs.) Last Eval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
C187 T129 4 1/5/2023 1/30/2023 Corbin, Roger B. Jr. 9734242301050800 View
C187 T129 4 1/13/2020 1/24/2020 Corbin, Roger B. Jr. 9734242001130800 View
C187 T129 9/23/2019 Burden, Christopher M 9200481905151425 View
Test Method(s) Test Description
C183 R71 Sampling and Amount of Testing
Evaluations Training Records
Test Method(s) Freqg. (Yrs.) Last Eval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
C183 R71 4 2/24/2023 2/24/2023 Corbin, Roger B. Jr. 9734242302241100 View
C183 R71 4 11/18/2019 12/5/2019 McCullough, Donald ~ 9700041911181404 View
C183 R71 11/18/2019 Crouse, Danna 9200481911190847 View
Test Method(s) Test Description
C114-C311 T105 Sulfur Triox. - (Reference), (Pozzolan), (Cement)
Evaluations Training Records
Test Method(s) Freq. (Yrs.) LastEval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist [Test Method(s) Train Dt. Trainer Sample Id View Checklist
C114-C311 T105 4 1/5/2023  1/30/2023 Corbin, Roger B. Jr. 9734242301050800 View
C114-C311 T105 4 4/8/2021 4/8/2021 Corbin, Roger B. Jr. 9734242104081445 View
C114-C311 T105 4 1/30/2020 1/31/2020 Corbin, Roger B. Jr. 9734242001300830 View
C114-C311 T105 7/22/2019 Burden, Christopher M 9200481905151425 View

* Technician was retrained on this test method
Wednesday, April 23, 2025
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http://www.odot.org/materials/C97001_WEB_REP/10J.html
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242301050800_00004.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242001130800_00004.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200482312071329_00004.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200482404220948_00004.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200482311221101_00004.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200481901061019_00004.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242301050800_00032.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242001130800_00032.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200481905151425_00032.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242302241100_00030.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9700041911181404_00030.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200481911190847_00030.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242301050800_00018.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242104081445_00018.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242001300830_00018.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200481905151425_00018.pdf

ODOT Central Lab Technicians

CC=CCRL NOTE: Central Aggregates Lab (98) and associated technicians have been merged into Central
Evaluations/Training Records - CCRL Only Sturcutral Lab (94) effective 04/22/2025.
Test Method(s) Test Description
C266 T154 Time Set Gillmore
Evaluations Training Records
Test Method(s) Freqg. (Yrs.) Last Eval. Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
C266 T154 4 1/5/2023  1/30/2023 Corbin, Roger B. Jr. 9734242301050800 View
C266 T154 4 1/13/2020 1/24/2020 Corbin, Roger B. Jr. 9734242001130800 View
C266 T154 7/19/2019 Burden, Christopher M 9200481905151425 View
C266 T154 11/21/2023 Crouse, Danna 9200482311211459 View
Crouse, Danna 9200482311171548 View
C266 T154 11/22/2023 Crouse, Danna 9200482311221102 View
Test Method(s) Test Description
C191 T131 Time Set Vicat
Evaluations Training Records
Test Method(s) Freq. (Yrs.) Last Eval.Dt.  Auth. Dt. Evaluator Sample ID View Checklist |Test Method(s) Train Dt. Trainer Sample Id View Checklist
C191 T131 4 1/5/2023 1/30/2023 Corbin, Roger B. Jr. 9734242301050800 View
C191 T131 4 1/13/2020 1/24/2020 Corbin, Roger B. Jr. 9734242001130800 View
C191 T131 9/23/2019 Burden, Christopher M 9200481905151425 View

* Technician was retrained on this test method
Wednesday, April 23, 2025
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http://www.odot.org/materials/C97001_WEB_REP/10J.html
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242301050800_00037.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242001130800_00037.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200481905151425_00037.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200482311211459_00037.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200482311171548_00037.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200482311221102_00037.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242301050800_00033.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242001130800_00033.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9200481905151425_00033.pdf

