
ODOT Central Lab Technicians

Evaluations/Training Records - CCRL Only

CC = CCRL

kucero  Ucero, Katelyn 4293Technician Name: Tech. UID: Tech. Cert. No.:

Accreditation Program: CCRL (CC)

Evaluations

Air ContentC231  T152

Test DescriptionTest Method(s)

Last Eval. Dt. Sample IDAuth. Dt. Evaluator Train Dt. Trainer Sample Id

Training Records

View ChecklistTest Method(s) Test Method(s)Freq. (Yrs.) View Checklist

9734242204210800 4/18/2022 4/21/2022 Corbin, Roger B. Jr. ViewC231  T152 4

9734242203150810 3/15/2022 3/15/2022 Corbin, Roger B. Jr. ViewC231  T152 4

Gittings, Daniel D. 9440172106171400  3/14/2022C231  T152 View

Evaluations

Air Content by VolumetricC173  T196

Test DescriptionTest Method(s)

Last Eval. Dt. Sample IDAuth. Dt. Evaluator Train Dt. Trainer Sample Id

Training Records

View ChecklistTest Method(s) Test Method(s)Freq. (Yrs.) View Checklist

9734242204210800 4/18/2022 4/21/2022 Corbin, Roger B. Jr. View Used Evaluation 9734242204210800  4/18/2022C173  T196C173  T196 3

Evaluations

Capping Cylinders (7000 psi and below)C617  T231

Test DescriptionTest Method(s)

Last Eval. Dt. Sample IDAuth. Dt. Evaluator Train Dt. Trainer Sample Id

Training Records

View ChecklistTest Method(s) Test Method(s)Freq. (Yrs.) View Checklist

9734242402210830 2/21/2024 2/21/2024 Corbin, Roger B. Jr. ViewC617  T231 4

9734242106100930 6/10/2021 6/10/2021 Corbin, Roger B. Jr. View Used Evaluation 9734242106100930  6/10/2021C617  T231C617  T231 4

Evaluations

Compressive Strength CylindersC39  T22

Test DescriptionTest Method(s)

Last Eval. Dt. Sample IDAuth. Dt. Evaluator Train Dt. Trainer Sample Id

Training Records

View ChecklistTest Method(s) Test Method(s)Freq. (Yrs.) View Checklist

9734242204210800 4/18/2022 4/21/2022 Corbin, Roger B. Jr. ViewC39  T22 4

9734242106100930 6/10/2021 6/10/2021 Corbin, Roger B. Jr. ViewC39  T22 4

Gittings, Daniel D. 9440172106210901  6/21/2021C39  T22 View

Hart, Victoria 9440172104291620  5/13/2021C39  T22 View

Tuesday, April 30, 2024 Page 1 of 4

* Technician was retrained on this test method

http://www.odot.org/materials/C97001_WEB_REP/10J.html
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242204210800_00036.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242203150810_00036.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172106171400_00036.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242204210800_00028.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242402210830_00132.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242106100930_00132.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242204210800_00040.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242106100930_00040.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172106210901_00040.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172104291620_00040.pdf


ODOT Central Lab Technicians

Evaluations/Training Records - CCRL Only

CC = CCRL

Evaluations

Density, Yield and Air ContentC138  T121

Test DescriptionTest Method(s)

Last Eval. Dt. Sample IDAuth. Dt. Evaluator Train Dt. Trainer Sample Id

Training Records

View ChecklistTest Method(s) Test Method(s)Freq. (Yrs.) View Checklist

9734242204210800 4/18/2022 4/21/2022 Corbin, Roger B. Jr. ViewC138  T121 4

9734242203150810 3/15/2022 3/15/2022 Corbin, Roger B. Jr. ViewC138  T121 4

Gittings, Daniel D. 9440172106171400  3/14/2022C138  T121 View

Evaluations

Drilled Cores and Sawed BeamsC42  T24

Test DescriptionTest Method(s)

Last Eval. Dt. Sample IDAuth. Dt. Evaluator Train Dt. Trainer Sample Id

Training Records

View ChecklistTest Method(s) Test Method(s)Freq. (Yrs.) View Checklist

9734242402210830 2/21/2024 2/21/2024 Corbin, Roger B. Jr. ViewC42  T24 4

9734242106100930 6/10/2021 6/10/2021 Corbin, Roger B. Jr. ViewC42  T24 4

Hart, Victoria 9440172104291620  5/13/2021C42  T24 View

Evaluations

Flexural StrengthC78  T97

Test DescriptionTest Method(s)

Last Eval. Dt. Sample IDAuth. Dt. Evaluator Train Dt. Trainer Sample Id

Training Records

View ChecklistTest Method(s) Test Method(s)Freq. (Yrs.) View Checklist

9734242402210830 2/21/2024 2/21/2024 Corbin, Roger B. Jr. ViewC78  T97 4

9734242106100930 6/10/2021 6/10/2021 Corbin, Roger B. Jr. ViewC78  T97 4

Hart, Victoria 9440172104291620  View

Gittings, Daniel D. 9440172106210901  6/21/2021C78  T97 View

Evaluations

Freeze Thaw (Method A)T161

Test DescriptionTest Method(s)

Last Eval. Dt. Sample IDAuth. Dt. Evaluator Train Dt. Trainer Sample Id

Training Records

View ChecklistTest Method(s) Test Method(s)Freq. (Yrs.) View Checklist

9734242403131300 3/13/2024 4/19/2024 Corbin, Roger B. Jr. ViewT161 4

9734242106100930 6/10/2021 6/10/2021 Corbin, Roger B. Jr. ViewT161 4

Hart, Victoria 9440172402061405  1/15/2024T161 View

Hart, Victoria 9440172104291620  View

Tuesday, April 30, 2024 Page 2 of 4

* Technician was retrained on this test method

http://www.odot.org/materials/C97001_WEB_REP/10J.html
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242204210800_00023.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242203150810_00023 .pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172106171400_00023.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242402210830_00041.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242106100930_00041.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172104291620_00041.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242402210830_00045.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242106100930_00045.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172104291620_00045.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172106210901_00045.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242403131300_00044.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242106100930_00044.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172402061405_00044.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172104291620_00044.pdf


ODOT Central Lab Technicians

Evaluations/Training Records - CCRL Only

CC = CCRL

Evaluations

Making and Curing Field SpecimensC31  R100

Test DescriptionTest Method(s)

Last Eval. Dt. Sample IDAuth. Dt. Evaluator Train Dt. Trainer Sample Id

Training Records

View ChecklistTest Method(s) Test Method(s)Freq. (Yrs.) View Checklist

9734242203150810 3/15/2022 3/15/2022 Corbin, Roger B. Jr. ViewC31  R100 3

Gittings, Daniel D. 9440172106171400  3/14/2022C31  R100 View

Evaluations

Making and Curing Lab SpecimensC192  R39

Test DescriptionTest Method(s)

Last Eval. Dt. Sample IDAuth. Dt. Evaluator Train Dt. Trainer Sample Id

Training Records

View ChecklistTest Method(s) Test Method(s)Freq. (Yrs.) View Checklist

9734242203150810 3/15/2022 3/15/2022 Corbin, Roger B. Jr. ViewC192  R39 3

Gittings, Daniel D. 9440172106171400  3/14/2022C192  R39 View

Evaluations

Measuring Length of Concrete CoresC1542

Test DescriptionTest Method(s)

Last Eval. Dt. Sample IDAuth. Dt. Evaluator Train Dt. Trainer Sample Id

Training Records

View ChecklistTest Method(s) Test Method(s)Freq. (Yrs.) View Checklist

9734242402210830 2/21/2024 2/21/2024 Corbin, Roger B. Jr. ViewC1542 4

9734242106100930 6/10/2021 6/10/2021 Corbin, Roger B. Jr. ViewC1542 4

Hart, Victoria 9440172104291620  5/13/2021C1542 View

Evaluations

Resonant Frequencies of ConcreteC215

Test DescriptionTest Method(s)

Last Eval. Dt. Sample IDAuth. Dt. Evaluator Train Dt. Trainer Sample Id

Training Records

View ChecklistTest Method(s) Test Method(s)Freq. (Yrs.) View Checklist

9734242403131300 3/13/2024 4/19/2024 Corbin, Roger B. Jr. ViewC215 4

9734242106100930 6/10/2021 6/10/2021 Corbin, Roger B. Jr. ViewC215 4

Hart, Victoria 9440172104291620  View

Evaluations

Sampling Freshly Mixed ConcreteC172  R60

Test DescriptionTest Method(s)

Last Eval. Dt. Sample IDAuth. Dt. Evaluator Train Dt. Trainer Sample Id

Training Records

View ChecklistTest Method(s) Test Method(s)Freq. (Yrs.) View Checklist

9734242204210800 4/18/2022 4/21/2022 Corbin, Roger B. Jr. ViewC172  R60 4

9734242203150810 3/15/2022 3/15/2022 Corbin, Roger B. Jr. ViewC172  R60 4

Gittings, Daniel D. 9440172106171400  3/14/2022C172  R60 View

Tuesday, April 30, 2024 Page 3 of 4

* Technician was retrained on this test method

http://www.odot.org/materials/C97001_WEB_REP/10J.html
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242203150810_00039.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172106171400_00039.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242203150810_00125.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172106171400_00125.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242402210830_00272.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242106100930_00272.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172104291620_00272.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242403131300_00185.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242106100930_00185.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172104291620_00185.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242204210800_00027.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242203150810_00027.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172106171400_00027.pdf


ODOT Central Lab Technicians

Evaluations/Training Records - CCRL Only

CC = CCRL

Evaluations

SlumpC143  T119

Test DescriptionTest Method(s)

Last Eval. Dt. Sample IDAuth. Dt. Evaluator Train Dt. Trainer Sample Id

Training Records

View ChecklistTest Method(s) Test Method(s)Freq. (Yrs.) View Checklist

9734242204210800 4/18/2022 4/21/2022 Corbin, Roger B. Jr. ViewC143  T119 4

9734242203150810 3/15/2022 3/15/2022 Corbin, Roger B. Jr. ViewC143  T119 4

Gittings, Daniel D. 9440172106171400  3/14/2022C143  T119 View

Evaluations

TemperatureC1064  T309

Test DescriptionTest Method(s)

Last Eval. Dt. Sample IDAuth. Dt. Evaluator Train Dt. Trainer Sample Id

Training Records

View ChecklistTest Method(s) Test Method(s)Freq. (Yrs.) View Checklist

9734242204210800 4/18/2022 4/21/2022 Corbin, Roger B. Jr. ViewC1064  T309 4

9734242203150810 3/15/2022 3/15/2022 Corbin, Roger B. Jr. ViewC1064  T309 4

Gittings, Daniel D. 9440172106171400  3/14/2022C1064  T309 View

Evaluations

Unbonded Cylinder Caps (7000 psi and below)C1231

Test DescriptionTest Method(s)

Last Eval. Dt. Sample IDAuth. Dt. Evaluator Train Dt. Trainer Sample Id

Training Records

View ChecklistTest Method(s) Test Method(s)Freq. (Yrs.) View Checklist

9734242402210830 2/21/2024 2/21/2024 Corbin, Roger B. Jr. ViewC1231 4

9734242106100930 6/10/2021 6/10/2021 Corbin, Roger B. Jr. ViewC1231 4

Hart, Victoria 9440172104291620  5/13/2021C1231 View

Hart, Victoria 9440172104291620  5/13/2021C1231 View

Tuesday, April 30, 2024 Page 4 of 4

* Technician was retrained on this test method

http://www.odot.org/materials/C97001_WEB_REP/10J.html
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242204210800_00024.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242203150810_00024.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172106171400_00024.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242204210800_00003.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242203150810_00003.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172106171400_00003.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242402210830_00022.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_EVAL_CLISTS/9734242106100930_00022.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172104291620_00022.pdf
http://www.odot.org/materials/C97001_WEB_REP/EVALD_CLAB_TECHS/FNL_TRN_CLISTS/9440172104291620_00022.pdf

